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Company Name REDSUN METAL IND. CO., LTD /NANTONG CHUN-YUAN EDECTRONICS IND. CO.
shown on Report  LTD.
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Address NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030 / NANTONG

JU-TUNG HSIEN, YANG KOU CHEMICAL INDUSTRIAL AREA, RUDONG, JIANGSU
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

Hotline:400-6788-333

applicant
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BESLAIGE ZE-1, Z.FE-2

Part No. ZHE-1, ZfE-2
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Material g s

FRan Rz H 3 2023.07.04

Sample Received Date Jul. 4, 2023 oed

FE S gE] E EA 2023.07.04-2023.07.11

Testing Period Jul. 4, 2023 to Jul. 11,2023

BERIZER IRIBEFEOR B ARt an T IEN(Pb), $R(Cd), 5R(Hg), 7NHES&(Cr(VD), %8
Ii42(PBBs), %5 K§k(PBDEs), #i# _H[i£E5(DBP, BBP, DEHP, DIBP), #i(F),
F(Cl), JR(Br), (D), $H(Co), & Hl _FE(DMF), £ ¥hififz(PFOS), £
FFL(PFOA), HEZIH(PVC), Hi (S)HETTHI -

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)). Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (CI),
Bromine (Br), lodine (I), Cobalt(Co), Dimethyl fumarate (DMF), Perfluorooctane
Sulfonates(PFOS), Perfluorooctanoic Acid(PFOA), Polyvinyl Chloride (PVC), Sulfur(S
in the submitted sample(s).
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Test Method/Test Result(s)
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Please refer to the following page(s).
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www.cti-cert.com  E-mail:info@cti-cert.com
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5F-6, No.9, Sec.2, Nankan Rd, Luzhu Dist., Taoyuan, Taiwan

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com



