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FERRATEHE WAl LERMARAR /mEils i F e AR AR
Company Name REDSUN METAL IND. CO., LTD/NANTONG CHUN-YUAN
shown on Report EDECTRONICS IND. CO., LTD.

Bk 320030 Akl o R I S A 2 R LR 08 T AN SRR AR TS iy =
BRARVE BT X O
Address NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030/

NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL INDUSTRIAL
AREA, RUDONG, JTANGSU
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The following sample(s)and sample information was/were submitted and identified by/on the behalf of
the applicant

4458 Sample Name $545%7F SOLDER PASTE

finBAE Color 4R
AR s A R 2023.02.21
Sample Received Date Feb. 21,2023 pecin 13
R Al H 3 2023.02,21-2023,02:24
Testing Period Feb. 21, 2023 to Feb. 24, 2023
HHIER fRIRH RE0R, BB m T HIE(As), 2 EUHEAR(PCBs)#EITHIE -
Test Requested As specified by client, to test Arsenic(As), Polychlorinated Biphenyls(PCBs)in
the submitted sample(s).
BRI AR R HEHRTH-

Test Method/Test Result(s) Please refer to the following page(s).
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al Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China
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