CTI &30 15 3
e

Test Report

WiE4RSE  A2230634168101E W1H 48
Report No.  A2230634168101E Page 1 of 4

WEREAT WA LERNARAR /MEPTE TR LA R A A

REDSUN METALIND. CO., LTD/NANTONG CHUN-YUAN
Company Name

EDECTRONICS IND. CO., LTD.
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NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030/
Address NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

INDUSTRIAL AREA, RUDONG, JIANGSU
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The following sample(s) and sample information was/were submitted and identified by/on the

behalf of the client
1ok i 44 COPPER BALL ANODE
Sample Name COPPER BALL ANODE
BRA 5 5 4 B
Color COPPER COLORED METAL
Fn e H 1 2023.12.04
Sample Received Date Dec. 4, 2023
ok dn Bl H 1 2023.12.04-2023.12.08
Testing Period Dec. 4, 2023-Dec. 8, 2023
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Approved by

Date Dec. 8, 2023

No. RA7B3CDADI1
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Hotline:400-6788-32\

mail:info@cti-cert.com  Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
Inspection & Testing Services



