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Company Name ~ REDSUN METAL IND. CO., LTD / NANTONG CHUN-YUAN EDECTRONICS IND. CO.
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Address NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030 / NANTONG

JU-TUNG HSIEN, YANG KOU CHEMICAL INDUSTRIAL AREA, RUDONG, JIANGSU
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of the
applicant
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Sample Name LEAD FREE SOLDER
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Color iR

3 S F HE 2023.11.30

Sample Received Date Nov. 30, 2023

FE F AR 2023.11.30-2023.12.07

Testing Period Nov. 30, 2023 to Dec. 7, 2023
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Test Requested As specified by client, to test Fluorine (F), Chlorine (Cl), Bromine (Br), lodine (I),

PFOS and Related Substances, Perfluorooctanoic acid related substances and Its Salts in
the submitted sample(s).
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Test Method/Test Result(s) Please refer to the following page(s).
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Testing International (Taiwan) Co., Ltd. 5F-6, No.9, Sec.2, Nankan Rd, Luzhu Dist., Taoyuan, Taiwan
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