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Company Name REDSUN METALIND. CO., LTD/ NANTONG CHUN-YUAN
shown on Report EDECTRONICS IND. CO., LTD.
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Address NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY ' 320030/

NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL INDUSTRIAL
AREA, RUDONG, JIANGSU
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

i 44 18 COPPER BALL ANODE

Sample Name COPPER BALL ANODE

T L) 0. 4 8

Color COPPER COLORED METAL

L RE 2023.04.10

Sample Received Date Apr. 10,2023

kA H 39 2023.04.10-2023.04.14

Testing Period Apr. 10, 2023 to Apr. 14, 2023

BARIEESR IRIF P R, B PIRACHR S B BEP), ALERETTHRIE.

Test Requested As specified by client, to test Phosphorus(P), Red phosphorus in the submitted
sample(s).

RIS R HERTH.

Test Method/Test Result(s) Please refer to the following page(s).
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