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Company Name REDSUN METAL IND. CO., LTD /NANTONG CHUN-YUAN EDECTRONICS IND. CO.
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Address NO.2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030 /NANTONG

JU-TUNG HSIEN, YANG KOU CHEMICAL INDUSTRIAL AREA, RUDONG, JIANGSU

BAT A o i B A T R e HR B SR

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant
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Sample Name SOLDER PASTE

e i

Color i

B T F HE 2023.04.07

Sample Received Date Apr. 7, 2023

sl H 3 2023.04.07-2023.04.14

Testing Period Apr. 7,2023 to Apr. 14,2023

BORAER RISE P EER, B HEG TPAYEE(PD), $8(Cd), R(Hg), 7SEFE(Cr(VD), %8

#(PBBs), 28 —ZEf(PBDEs), #i# —H[4Hs5(DBP, BBP, DEHP, DIBP), #.(F),
FU(CI), GE(Br), B, ¥ HEERS, $H(Sb), TH(As), $(Be), 7RI f
(HBCDD), 2335t (PFOS), £ :iE(PFOA)MEITHIE -

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (CI),
Bromine (Br), lodine (I), Phthalates, Antimony(Sb), Arsenic(As), Beryllium(Be),
Hexabromocyclododecane (HBCDD), Perfluorooctane Sulfonates(PFOS),
Perfluorooctanoic Acid(PFOA) in the submitted sample(s).
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Test Method/Test Result(s) Please refer to the following page(s).
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